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Discovery of log-periodic oscillations in ultraquantum
topological materials
Huichao Wang1,2,3*, Haiwen Liu4*, Yanan Li1,2, Yongjie Liu5, Junfeng Wang5, Jun Liu6, Ji-Yan Dai3,
Yong Wang6, Liang Li5, Jiaqiang Yan7, David Mandrus7,8, X. C. Xie1,2,9†, Jian Wang1,2,9†

Quantum oscillations are usually the manifestation of the underlying physical nature in condensed matter
systems. Here, we report a new type of log-periodic quantum oscillations in ultraquantum three-dimensional
topological materials. Beyond the quantum limit (QL), we observe the log-periodic oscillations involving up to
five oscillating cycles (five peaks and five dips) on the magnetoresistance of high-quality single-crystal ZrTe5,
virtually showing the clearest feature of discrete scale invariance (DSI). Further, theoretical analyses show that
the two-body quasi-bound states can be responsible for the DSI feature. Our work provides a new perspective
on the ground state of topological materials beyond the QL.
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INTRODUCTION
The discrete scale invariance (DSI) feature originates from the log-
periodic corrections to scaling, and consequently, observables are
scale invariant only for certain geometrical scaling factors, reminiscent
of fractal systems (1). In a scale-invariant system, the quantization ef-
fect can spontaneously break the continuous scale invariance down to
DSI, which is a theoretically identified issue in quantum physics (2)
but with rare manifestation in experiments. Governed by the Efimov
equation, the DSI emerges as a distinctive feature of Efimov trimer
bound states (3–5), which have been observed in cold atom experiments
(6–10). The exotic scaling law and mathematical description of the
Efimov effect can be further shared by the Efimov-like or Efimovian
phenomena (11). In condensed matter physics, the DSI has been the-
oretically proposed to appear in quasi-bound states of massless Dirac
fermions in the atomic collapse under supercritical Coulomb attrac-
tion (12–14). However, experimental evidence for the clear demon-
stration of the DSI has not been presented. The recently studied
Dirac system with two types of carriers can satisfy the supercritical
collapse condition for the appearance of DSI, providing a promising
platform to search for this rare and important phenomenon in quan-
tum physics. Moreover, the potential link between the supercritical
atomic collapse in topological systems and the appearance of DSI fea-
ture is also of particular interest.

In condensed matter physics, quantum oscillation revealed by
magnetotransport investigation has been a powerful experimental
technique to detect the underlying physics of solid-state systems. In
the presence of a magnetic field (B), the Shubnikov–de Haas (SdH)
oscillations showing a periodicity in 1/B can be usually observed at
low temperatures and high magnetic fields for a clean single-crystalline
material (15). As a paradigm of Landau quantization of the energy
levels, the SdH effect provides insights toward mapping the Fermi sur-
face (16). Besides, in ring or cylinder structures, the Aharonov-Bohm
(AB) and Altshuler-Aronov-Spivak (AAS) effects can also induce
quantum oscillations in magnetoresistance (MR), where the oscillations
are periodic in B. The observation of these effects offers an illustration
of the quasiparticle quantum interference in mesoscopic systems (17).
Thus, it would be interesting to explore the DSI behavior by magneto-
transport measurements.

In this work, we report a new type of log-periodic quantum oscil-
lations that is demonstrated by the systematical magnetotransport
results from different samples and different facilities with the maxi-
mum magnetic field up to 58 T. For the underlying physics, we find
that it cannot be understood in the scenarios of conventional quantum
oscillations such as the SdH effect (even considering the Zeeman split-
ting) or other previously known mechanisms beyond the quantum
limit (QL). On the other hand, the log periodicity of the structures
in the MR is reminiscent of the DSI behavior, which indicates that
the system has a geometric series of length scales. Further, theoretical
derivations show that the Dirac fermions with supercritical Coulomb
attraction can give rise to the two-body quasi-bound states with DSI fea-
ture. Our work provides a new perspective on the ground state of
topological materials beyond the QL. The discovery of a new type of quan-
tum oscillation with the logB periodicity represents a new phenomenon
beyond the Landau level physics; to our knowledge, this is the first time
that DSI has been detected by magnetotransport measurements in
condensed matter systems. Our work also indicates that the intriguing
log-periodic oscillations are potentially universal in the topological
materials with Coulomb attraction, which opens up a new direction
to explore the DSI behavior and the atomic collapse phenomenon.
RESULTS
Crystal characterizations
ZrTe5 crystallizes in a layered orthorhombic structure with the space
group Cmcm (18). Along the a axis, Zr and Te atoms are bonded as
trigonal prismatic chains of “ZrTe3,” which are linked along the c axis
via parallel zigzag chains of “Te2.” This forms one layer of ZrTe5 in the
ac plane, and individual layers are coupled via van der Waals interac-
tions along the b axis. The ZrTe5 material was ever intensively inves-
tigated for the resistivity peak at certain temperatures, and its SdH
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oscillations were reported to reveal the very tiny and anisotropic Fermi
surface (18–20). Recently, the theoretical prediction of topologically
nontrivial nature of the material has triggered a new wave of research
boom (21). On the basis of the recent reports on the system from both
theorists and experimentalists (22–35), it is known that the system is
extremely sensitive to the cell volume, and thus, the measured physical
properties of ZrTe5 are divergent in different samples modified by the
growth condition (table S1).

ZrTe5 single crystals used in this work were grown out of the Te-
flux method (36). The samples were well characterized by measuring
x-ray single-crystal diffraction, elemental analysis, electrical resistivity,
and thermopower, confirming that our crystals are stoichiometric
(22). Our energy-dispersive spectroscopy results reveal an atomic ratio
of the samples with Zr:Te ≈ 1:5 (table S2). We also used an FEI Titan
Cs-corrected cross-sectional scanning transmission electron micro-
scope (STEM) operating at 200 kV to further examine the crystalline
nature of the ZrTe5 sample. Figure 1A shows the atomic layer-by-layer
high-angle annular dark-field (HAADF) STEM image of a typical
ZrTe5 sample, which demonstrates the high-quality nature. The deduced
lattice constants of a = 0.398 nm and b = 1.450 nm (Fig. 1A, inset) are
consistent with previous reports (21–23).

Temperature dependence of resistivity and Hall traces
Figure 1B shows typical resistivity versus temperature (RT) behavior of
the ZrTe5 crystals [sample 1 (s1) and s6]. A crossover can be observed in
theRT curves frommetallic behavior above 200 K to a semiconducting-
like upturn with saturation at low temperatures. The samples from
the same batch show similar properties. The RT characteristic differs
from those inmost of the previous literature in which the ZrTe5 usually
shows a sample-dependent resistance peak at 60 to 150 K. On the other
hand, a similar RT behavior of ZrTe5 is also observed and reported by
other research groups (22, 32), and the absence of the resistance peak is
attributed to the much smaller density of impurities and defects in the
samples. This proposal appears to be consistent with our results because
Wang et al., Sci. Adv. 2018;4 : eaau5096 2 November 2018
the Te deficiency can be largely reduced in our samples by using the
self–Te-fluxmethod and furthermodifying the growth parameters (22).

Figure 1C shows the measured Hall traces obtained on s1. At 2 K,
the Hall coefficient shows a positive slope at low field (<1.5 T) and
then turns negative in the high-field regime (>1.5 T), indicating the
coexistence of both hole carriers and electron carriers in the ZrTe5
crystals (24, 25). On the basis of the previous literature (22–34), the
Hall behavior in ZrTe5 shows dissimilarities in different samples, and
the carriers at low temperatures are reported to be holes, electrons, or
both types. For the samples with a resistance peak in the RT behavior,
it is reported that the carriers change from dominated electrons at
lower temperature to dominated holes at higher temperatures (29).
The sign change of Hall at the temperature where the peak appears
is attributed to a proposal of Lifshitz transition. However, this would
not happen in the samples without showing a resistance peak (22, 32).
The differences of the carriers in these two classes of ZrTe5 samples
are compared and clarified recently (22). Our Hall results are consistent
with those of the samples without a resistance peak (22, 32). Besides,
most previous reports show the existence of hole carriers at low tem-
peratures in ZrTe5 crystals (22, 24, 25, 34), which also support our ob-
servation in Hall measurements.

According to the analysis of measured magnetoresistivity and
Hall resistivity, we obtain the conductivity tensors sxx and sxy (fig. S1).
In a two-carrier model analysis of the sxx and sxy (37), the carrier
density and mobility of our sample at selected temperatures are esti-
mated and shown in Fig. 1D. The results indicate that the hole car-
riers have a quite low density of 2.6 × 1015 cm−3 and a high mobility
of about 3.9 × 105 cm2 V−1 s−1 at 2 K (25, 29), while the electrons
show a higher density of 2.4 × 1016 cm−3 with a lower mobility of
2900 cm2 V−1 s−1. In the ZrTe5 system with very low carrier densities,
the QL can be reached under a very small magnetic field (31). The
estimated QL for our samples is about 0.2 T (see Materials and
methods), which offers an exciting playground to explore new physics
in the ultraquantum regime.
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Fig. 1. Characterization of high-quality ZrTe5 crystal. (A) HAADF STEM image of a typical ZrTe5 sample. The inset shows the atomic resolution. (B) RT characteristic of
ZrTe5. Inset shows the schematic for electrical transport measurements. (C) Hall traces of s1 versus B at selected temperatures from 2 to 300 K. (D) Temperature
dependence of the estimated mobility and carrier density of the carriers in ZrTe5 by analyzing the Hall data with a two-carrier model.
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Log-periodic MR oscillations
Figure 2A shows the longitudinal MR behavior of s6 at low tem-
peratures in a perpendicular magnetic field (B//b axis). We select
the resistance at 5 T for a comparison of the MR results in different
literature. In our samples, the R(5 T)/R(0 T) varies from 3 to 8, which
is on the same order of magnitude as that found in most previous
publications (22, 23, 30, 33, 34). Previous studies reported that the
value of R(5 T)/R(0 T) at around 2 K can vary from 1.2 to 235,
and that the shapes of the reported MR curves also very for different
ZrTe5 samples (all with B//b axis) (22–34).

In a semilogarithmic scale, we observe MR oscillations that are
superimposed on a large MR background. By computing the second
derivative of the raw MR data at 2 K, the oscillations can be seen more
clearly, as shown in the inset of Fig. 2A. Two peaks at ~1.1 and ~2.9 T
are obvious. We further perform extended measurements in an ultra-
high magnetic field up to 58 T. At 4.2 K, we also observe distinct MR
oscillations in the small magnetic field regime, and more oscillations
appear above 3 T (Fig. 2B). To guide the eye, dotted lines mark all the
observable MR extrema. The approximate equidistance of lines indi-
cates that the oscillations are virtually periodic in the logarithmic
magnetic field. The log-periodic law is more distinctly revealed after
a background subtraction (see Materials and methods and fig. S2).
As shown in Fig. 2C, the novel oscillations are reproducible in dif-
ferent ZrTe5 samples (s6, s7, and s9; see fig. S3, s2 and s10). In the
fast Fourier transform (FFT) analysis of the oscillation data [DR versus
log(B/B′)], the sharp frequency (F) peak at F ≈ 2 confirms the logB
period. Here, we use B′ = 1 T to realize a dimensionless transformation
and respectively label the full width at half maximum (FWHM) of
the peak in Fig. 2D.

As the temperature is increased, the log-periodic oscillations be-
come weaker and gradually disappear one after the other (Fig. 3A).
Nevertheless, it is unexpected that the oscillations above 10 T could
Wang et al., Sci. Adv. 2018;4 : eaau5096 2 November 2018
still survive at temperatures as high as 100 K (Fig. 3B). Figure 3C
shows the temperature dependence of the log-periodic oscillations
more clearly. We observe five oscillating cycles at 4.2 K, while only
two cycles in large magnetic fields remain visible when the tem-
perature is increased to 100 K and the oscillation feature is gone
at 150 K. The FFT results at the selected temperatures further re-
veal that the oscillations maintain the same log period with the
increasing temperature but disappear at 150 K (Fig. 3D).

We index the observed MR peak with an integer (n) and dip
with a half (n − 0.5), and the corresponding magnetic field is signed
as Bn. Figure 4A shows the index plot for the oscillations at 4.2 K.
The behavior of 1/Bn versus n largely deviates the linear dependence
(Fig. 4A, I to III), which is apparently different with the SdH effect
even considering Zeeman splitting (see more details in the supplemen-
tary materials). The linear dependence in the plot of Bn versus n is also
absent (fig. S4). In a semilogarithmic scale (Fig. 4, IV to VI), the linear
dependence of log(Bn) on n further confirms the log-periodic property
of the observed oscillations. In condensed matter systems, previously
known quantum oscillations are mainly associated with either the
Landau level physics (16), which is periodic in 1/B, or the quantum
interference effect (17), which is periodic in B. Our discovery of the
logB periodicity appreciably reveals a new class of quantum oscilla-
tions in condensed matter physics.
DISCUSSION AND THEORETICAL EXPLANATION
The log-periodic structures in the MR data are reminiscent of the
DSI behavior, which indicates that the system has a geometric series of
length scales (1). On the basis of the Hall data (Fig. 1C), the high
mobility hole is from the Dirac band with linear dispersion (25, 29).
Since the carriers are very dilute, the system can be simplified into a
two-body problem. The charge impurity or electron from trivial band
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where kB indicates Boltzmann constant. Figure 4E shows the tempera-
ture dependence of the oscillatory amplitude of the n = 1 peak. The
data points (blue points) are from two samples of s6 (circles) and s10
(squares) to show more experimental details. The fitting (orange
curve) parameter of the binding energy DE ~ 10.3 meV indicates a
disappearance temperature Td ~ 120 K, which is also consistent with
our experimental results. Thus, the log-periodic MR oscillations can
be interpreted by the two-body quasi-bound states scenario. These
results would inspire further theoretical investigations to give a clear
description of the DSI feature in this many-body system. For example,
the screening effect from the continuous band sets a long-range cutoff
for the quasi-bound states, and the lattice constant gives the short-
range cutoff.

Direct estimation from the carrier density indicates the range with
DSI approximately located in the range of 0.4 to 60 nm and, corre-
spondingly, the magnetic field located in the range of 0.2 to 150 T.
The continuous band also contributes to the MR, rendering as the en-
velope of MR data. Moreover, the contribution of higher angular mo-
mentum channels to the MR can broaden the approximate DSI range.
Typically, a log-log plot is the best way to show the DSI feature in a
system. However, in the experimental observations, out of the log-
periodic oscillations, other scattering mechanisms also contribute to
the measured MR with a nonoscillating background. Thus, background
subtraction procedure is necessary to extract the magneto-oscillations,
as generally analyzed in condensed matter physics (16). The procedure
would have influence on the oscillating amplitude, but the process does
not affect the periodicity of the oscillations. Thus, the signal of the DSI
feature can be detected by the remarkable log periodicity of the MR
oscillations, which has been demonstrated in our work by the FFT
results (Figs. 2D and 3D) and the index plot with a semilog scale
Wang et al., Sci. Adv. 2018;4 : eaau5096 2 November 2018
(Fig. 4A). Last, there is certain deviation between the experimental data
and fitting curves in the small-field limit and the large-field limit. The
reason for this deviation is twofold. First, the boundary condition large-
ly affects the subtracted background at both ending fields. Thus, a small
error exists in the characteristic Bn for the oscillations at the boundary
magnetic fields due to the influence of subtracted background, which
could lead to the deviation of experimental data from the fitting curves.
Second, in the large magnetic field limit, the theoretical fitting curves
with the consideration of the Zeeman effect can be closer to experi-
mental data. More discussions on the fitting are given in the supple-
mentary materials.

Other physical mechanisms, such as the fractional Hall effect, a
Wigner crystal, and a density wave transition, may also exist in a three-
dimensional (3D) electronic system beyond the QL (30, 38–41). How-
ever, the observed oscillations do not agree with the behaviors of these
states (see more details in the supplementary materials). For example,
the deformation or reconstruction of the Fermi surface by density wave
transition commonly occurs at a certain value of magnetic field with
the carrier density influenced largely. Then, a remarkable sharp tran-
sition can be expected in the MR at the critical magnetic field. How-
ever, in our observations, the MR does not show any sharp transition.
These mechanisms do not have DSI, while it is a remarkable feature of
our experimental results, revealed by the peculiar log periodicity of the
five oscillating cycles. The DSI can also exist in a system with fractal
property in real space (1). However, our samples are high-quality single
crystals with no signature of real-space fractal or strong disorder-
induced multifractal properties. Therefore, the observed DSI is very
likely a notable aspect of the quasi-bound states with geometrical
scaling. The three-body model for Efimov states can be excluded,
due to the harsh requirement of resonant scattering condition (see
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more details in the supplementary materials). Because of the ultralow
carrier density in our ZrTe5 samples, the absence of screening effect
can give rise to the Coulomb attraction, and the small Fermi velocity
in ZrTe5 further guarantees the supercritical collapse condition, which,
in combination, result in the two-body quasi-bound states with DSI.

In summary, a new type of quantum oscillations different with
previously known 1/B periodic SdH effect (16) and B periodic AB
or AAS effect (17) in condensed matter systems has been revealed by
our magnetotransport results, which may shed light on the ground
state of topological materials beyond the quantum limit. The discovery
of the exotic log-periodic oscillations involving five oscillating cycles is
a clear manifestation of the rarely observed DSI, which is of high gen-
eral interest to several fields of physics. Relevant indications for the
DSI of the quasi-bound states in solid-state materials may be further
detected by other techniques such as the magnetic susceptibilities
measurements, thermal transport measurements, and the scanning
tunneling spectroscopy. Besides, it will be interesting to extend the
present study to a broad range of topological materials (42) with
Coulomb attraction, as the distinctive log-periodic MR oscillations
and the underlying DSI-featured spectrum could be universal.

Note added: After completion of this work, we became aware of
a preprint, which addresses the quasi-bound states and the signa-
ture of broken continuous scale symmetry in graphene by scanning
tunneling microscope (43).
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Sample growth
ZrTe5 single crystals used in this work were grown out of Te-flux
method. In a typical growth, Zr slug and Te shots in an atomic ratio
of 1:49were loaded into a 2-mlCanfield crucible set (36) and then sealed
in a silica ampoule under vacuum. The sealed ampoule was heated to
1000°C and kept for 12 hours to homogenize themelt, furnace cooled to
650°C, and then cooled down to 460°C in 60 hours. ZrTe5 crystals were
isolated from Te flux by centrifuging at 460°C. Typical ZrTe5 crystals
are about 10 to 20mm long with the other two dimensions in the range
of 0.01 to 0.4 mm.

Crystal characterization
The samples were well characterized by measuring x-ray single-
crystal diffraction, elemental analysis, electrical resistivity, and ther-
mopower, confirming that our crystals are stoichiometric (22). Our
energy-dispersive spectroscopy results reveal an atomic ratio of the
samples with Zr:Te ≈ 1:5 (table S2). We also used an FEI Titan Cs-
corrected cross-sectional STEM operating at 200 kV to further ex-
amine the crystalline nature of the ZrTe5 sample.

Transport measurement
Electrical transport measurements in this work were conducted in
three measurement systems: a Physics Property Measurement System
from Quantum Design for the low temperature and static magnetic
field measurements, a pulsed high magnetic field facility at Wuhan
National HighMagnetic Field Center (China), and a dilution refrigera-
tor MNK126-450 system with static magnetic fields for an ultralow-
temperature environment. Results from different systems and different
samples are reproducible and consistent. Standard four (six)–probe
method was used for measuring resistivity (resistivity and Hall trace)
with the excitation current always flowing along the a axis of ZrTe5 in
our electrical transport measurements.
Wang et al., Sci. Adv. 2018;4 : eaau5096 2 November 2018
Calculation of QL
When all the carriers were confined to the lowest Landau level, the
QL is reached. In recent work on ZrTe5 crystals grown via chemical
vapor transport using iodine as the transport agent, the carrier density
is reported to be 1017 to 1018/cm3 with an SdH period of 3 to 5 T,
which means that the QL can be reached in 3 to 5 T (23, 24). Using
Te-flux method, a lower magnetic field (about 1 T) is needed to drive
the compound into its QL (31). In our growth conditions, the ZrTe5
crystals have the desired stoichiometry and show very low carrier den-
sities (22). According to the Onsager relation, our high-quality ZrTe5
samples with the much lower densities should show a smaller SdH
period and, simultaneously, the critical field when the system enters
the QL is smaller. We usually judged whether a system enters the QL
by analyzing its SdH effect. In our samples, it is hard to extract the
SdH oscillations that are merged into the sharp increase of MR around
0 T. However, we could estimate the QL magnetic field Bc for our
ZrTe5 crystal based on the carrier density. The critical field at which
the system enters the QL field can be estimated by the formula (44)

Bc ¼ 2p4n2
ffiffiffiffiffiffiffiffi
mamc

p
mb

� �1=3 ℏ
e

� �
≈ 3:8� 10�11n

2=3
ffiffiffiffiffiffiffiffi
mamc

p
mb

� �1=3
, where the

carrier density is in cm−3, ma and mc are masses perpendicular
to the magnetic field, and mb is the mass along the field.

The very low carrier density and the strong anisotropic property
(fig. S5) of our bulk ZrTe5 crystals indicate a very small value of the
critical field. Assuming the anisotropy of the carrier mass is con-
stant for a specific material, one obtains the critical field Bcºn

2
3= . In

our calculation, the anisotropic masses for carriers reported in previ-
ous literatures are referred. It is estimated that the QL magnetic field
for our crystals is about 0.2 T, which is rather small. Thus, the ob-
served oscillations are beyond the QL, which also excludes the SdH
effect as the underlying mechanism. Besides, the investigation on
the ground state of a 3D electronic gas system beyond the QL is a
long-standing research subject (30, 38–41). Our work also provides
an exciting playground to explore new physics beyond the QL.

Data analysis
Oscillations in the raw MR data are visible, although the MR
background is rather large. After subtracting a smooth background
for clarity, the MR oscillations become more apparent and are in
good agreement with the structures in the original MR data. To be
more rigorous, we demonstrated here in detail how we extracted the
MR oscillations by different methods in the work to confirm that the
oscillations are intrinsic.

In the inset of Fig. 2A, the oscillations were obtained by computing
the second derivative for the measured raw data. This is a very
convincing and undisputed method, which is usually used to pick
up the maximum/minimum. By comparing the oscillations in the de-
rivative result with that in the raw data, we could observe their corre-
spondence and consistency. The oscillations in the static magnetic
field measurements show linear dependence for logBn versus n (inset
of fig. S4F), as shown in the Fig. 4A. The method frequently used to
produce a background is doing polynomial fitting, which is used in
our work for the creation of fig. S3B. The original raw data are shown
in fig. S3A. After subtracting a sixth-order polynomial from the raw
data, we obtained the results shown in fig. S3B. The oscillations
could be obtained whenever a fifth-/sixth-/seventh-/eighth-order poly-
nomial is subtracted, and we could also observe the correspondence
and consistency of the oscillations in fig. S3B with the oscillations on
the raw data (fig. S3A).
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For the MR in an ultrahigh magnetic field up to 58 T, the whole
oscillations could not be shown clearly in the second derivative results
due to the large amplitude changes. Meanwhile, a polynomial fitting
could not produce a reasonable background curve in the large
magnetic field regime. In this case, a smooth background was produced
by smoothing the raw data, as shown in fig. S2. The black points are
the raw data, and the red line is the produced background. The
background at both ends shows tiny anomaly due to unsuitable bound-
ary conditions, and we always discarded the data at the boundaries for
further analysis. After subtracting the background from the original
data, distinct log-periodic MR oscillations were obtained. The obtained
oscillations are also consistent with the oscillations in the raw data and
the second derivative results.

In summary, the exotic MR oscillations periodic in logarithmic
B are reproducible in different samples, although the data were mea-
sured in different systems and analyzed by different methods. The
results demonstrate that the oscillations are intrinsic properties of
the high-quality ZrTe5 crystals.
http://advances.sciencem
ag.org/
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