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Coalescence-induced jumping of droplets on
superomniphobic surfaces with macrotexture
Hamed Vahabi1*, Wei Wang1*, Joseph M. Mabry2, Arun K. Kota1,3,4†

When two liquid droplets coalesce on a superrepellent surface, the excess surface energy is partly converted toupward
kinetic energy, and the coalesced droplet jumps away from the surface. However, the efficiency of this energy con-
version is very low. In thiswork,weuseda simple andpassive technique consistingof superomniphobic surfaceswith a
macrotexture (comparable to the droplet size) to experimentally demonstrate coalescence-induced jumping with an
energy conversion efficiency of 18.8% (i.e., about 570% increase compared to superomniphobic surfaces without a
macrotexture). The higher energy conversion efficiency arises primarily from the effective redirection of in-plane ve-
locity vectors to out-of-plane velocity vectors by themacrotexture. Using this higher energy conversion efficiency, we
demonstrated coalescence-induced jumping of droplets with low surface tension (26.6mNm−1) and very high viscos-
ity (220 mPa·s). These results constitute the first-ever demonstration of coalescence-induced jumping of droplets at
Ohnesorge number >1.
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INTRODUCTION
When two liquid droplets coalesce, the overall surface area of the
merged droplet reduces, which results in a release of the excess surface
energy. When this droplet coalescence occurs on a superrepellent sur-
face (i.e., a surface that is extremely repellent to and displays negligible
adhesion with the contacting liquid), the released excess surface energy
is partly converted into the out-of-plane kinetic energy (due to
symmetry breaking), allowing the coalesced droplet to jump away from
the superrepellent surface (1–17). Previous work on coalescence-
induced jumping has demonstrated that the efficiency h of converting
the excess surface energy to the out-of-plane kinetic energy (which
causes the droplet to jump away from the surface) is very low (2–7). This
low energy conversion efficiency does not allow coalescence-induced
jumping of high-viscosity droplets (due to substantial viscous dissipa-
tion) or low–surface tension droplets (due to lack of sufficient excess
surface energy) (7, 18). To enable the coalescence-induced jumping of
a wide range of liquids (including those with high viscosity or low sur-
face tension), it is necessary to increase the energy conversion efficiency.
However, to the best of our knowledge, there are no reports of simple
and passive techniques that can increase the energy conversion efficien-
cy in coalescence-induced jumping on superrepellent surfaces (19–24).
In this work, we used superomniphobic surfaces (i.e., surfaces that are
repellent to virtually any liquid) (25–30) having a protruding macro-
texture (comparable to the droplet size) to experimentally demon-
strate coalescence-induced jumping with energy conversion efficiency
h ≈ 18.8% (i.e., about 570% increase in energy conversion efficiency
compared to superomniphobic surfaces without a macrotexture). Our
numerical simulations indicate that the increase in energy conversion
efficiency arises primarily from the effective redirection of in-plane
velocity vectors to out-of-plane velocity vectors due to the presence
of the protruding macrotexture. Using the substantial increase in
energy conversion efficiency on our superomniphobic surfaces with
a macrotexture, we demonstrate the coalescence-induced jumping
of low–surface tension droplets (e.g., n-tetradecane with surface tension
glv≈ 26.6mNm−1 and viscosity m≈ 2.1mPa·s) and very high–viscosity
droplets (e.g., water + 90% glycerol with glv ≈ 64 mN m−1 and m ≈
220 mPa·s) (31). This is the first-ever demonstration of coalescence-
induced jumping at Ohnesorge number Oh > 1 (32). Furthermore,
based on a nondimensionalized energy balance that accounts for the
additional surface energy stored in the coalesced droplet due to the pres-
ence of the protruding macrotexture, we demonstrate that the Weber
number at droplet departure (a measure of the conversion of surface
energy into upward kinetic energy) increases linearly with the non-
dimensional macrotexture height. We envision that the results and
insights obtained from our work will affect a wide variety of applica-
tions including self-cleaning, anti-icing, energy harvesting, hot spot
cooling, condensation, and lab-on-chip devices, especially when li-
quids with significant viscous dissipation and/or systems with signif-
icant solid-liquid adhesion are involved (9, 11–17, 23, 33).
RESULTS AND DISCUSSION
To investigate the influence of the protruding macrotexture, we ex-
perimentally and numerically (see Materials and methods and
sections S1 and S2) studied the coalescence of two water droplets
(density r ≈ 1000 kg m−3, m ≈ 1 mPa·s, glv ≈ 72 mN m−1, and
R0≈ 600 mm) placed with amicropipette on superomniphobic surfaces
without and with a protruding macrotexture (a triangular ridge; see
Fig. 1A). Both our experimental results (see Fig. 1, B and D) and nu-
merical results (see Fig. 1, C and E) indicate ~570% increase in out-
of-plane kinetic energy of the coalesced droplet on superomniphobic
surfaces with the ridge compared to those without the ridge (also see
movies S1 and S2). This manifests as a substantial increase in the
jumping velocity and jumping height of the droplets on superomni-
phobic surfaces with the ridge. In Fig. 1 (B to E), please note that the
series of six images (from left to right) represents the following
physical events: (i) onset of coalescence, (ii) capillary bridge impinging
the surface, (iii) maximum contraction of the coalesced droplet, (iv) de-
parture of the coalesced droplet from the surface, (v) maximum height
attained by the coalesced droplet after departing from the surface, and
(vi) coalesced droplet impacting the surface upon return.

To understand the physical principles underlying this increase in
out-of-plane kinetic energy, we numerically studied the evolution of
the excess surface energy (i.e., driving force of coalescence) and the
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Fig. 1. Coalescence-induced self-propulsion with and without a ridge.
(A) Schematic of the experimental setup used to study the coalescence-induced
self-propulsion of liquid droplets. The inset shows the ridge height hr. A series of
snapshots showing the coalescence-induced self-propulsion of water droplets
(R0 ≈ 600 mm) on superomniphobic surfaces (B) without a ridge (experimental),
(C) without a ridge (numerical), (D) with a ridge (experimental), and (E) with a ridge
(numerical). In (D) and (E), the ridge height hr ≈ 500 mm. Time difference between
the experimental snapshots and the corresponding numerical snapshots is <0.2 ms
(also see movies S1 and S2).
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upward kinetic energy (i.e., kinetic energy by virtue of the net upward
velocity) during coalescence of droplets on a superomniphobic surface
without and with a ridge. We define the coordinate system as follows—
droplets coalesce along the x direction, the ridge is along the y direc-
tion, and the coalesced droplet jumps along the z direction (see inset in
Fig. 2A and section S2). The onset of coalescence of droplets with R0
occurs at time t=0, and eventually, the coalesced droplet attains a radius
Rc ≈ 21/3R0. At any time t during the coalescence, the driving force for
coalescence is the excess surface energy Esurf,ex(t) = Esurf(t) − Esurf,c,
where Esurf(t) = glvAsurf(t) is the surface energy of droplet, Asurf (t) is
the surface area of the droplet, andEsurf;c ¼ glv4pR

2
c is the surface energy

of the coalesced droplet that has eventually attained the Rc. At the onset
of coalescence (i.e., t= 0), the total available excess surface energy Esurf,ex
(0) =Esurf(0)−Esurf,c. Here,Esurf ð0Þ ¼ glv8pR

2
0. During coalescence, this

excess surface energy is gradually released. A fraction of the released
surface energy is converted to upward kinetic energy Ekin;upðtÞ ¼
mcV2

upðtÞ=2, wheremc ¼ r4pR3
c=3 is the mass of the coalesced drop-

let andVup (t) is the net upward velocity of the coalesced droplet (see
section S3). In our analysis, we nondimensionalized the relevant
parameters as follows: nondimensional time t* = t/tic, where tic ¼ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

rR3
0=glv

p
is the inertial-capillary time scale, the nondimensional ex-

cess surface energy E�
surf;exðt�Þ ¼ Esurf;exðtÞ=Esurf;exð0Þ, and the nondi-

mensional upward kinetic energy E�
kin;upðt�Þ ¼ Ekin;upðtÞ=Esurf ;exð0Þ.

At the onset of coalescence (i.e., at t* = 0), E�
surf;exð0Þ ¼ 1 and

E�
kin;upð0Þ ¼ 0. When the droplet departs from the surface at t = td

(i.e., at t� ¼ t�d), the energy conversion efficiency h ¼ E�
kin;up t�d

� �
.

To better explain the physical phenomena, we classify coalescence into
three stages: Stage I is from the onset of coalescence until the capillary
bridge impinges on the surface, stage II is from the capillary bridge
impinging on the surface until the maximum solid-liquid contact area
is attained, and stage III is from the maximum solid-liquid contact
area until the droplet departs from the surface, as described in more
detail below.

First, let us consider two droplets of water (R0≈ 600 mm) coalescing
on a superomniphobic surface without a ridge (see Fig. 2A and movie
S3). Upon coalescence, the capillary bridge begins to expand in y and z
directions, the excess surface energy E�

surf;exðt�Þ reduces with time t*,
and because of the symmetric deformation of the droplet relative to
the xy plane of coalescence, the net upward velocity of the droplet
Vup = 0 and the upward kinetic energy of the droplet E�

kin;up ¼ 0 (see
stage I in Fig. 2A and section S4). At t* � 1 (i.e., t ≈ tic) (3, 5, 7), the
capillary bridge impinges on the superomniphobic surface (see Fig. 2B
and section S5), causing symmetry breaking, which forces the droplet
(i.e., the center of mass) to move upward, resulting in a net upward
velocity Vup (3, 5, 7) and upward kinetic energy of the droplet E�

kin;up
(see stage II in Fig. 2A). Simultaneously, the droplet displays maximum
expansion in the x direction with two symmetric, high-pressure lobes
at +x and −x extremes (see Fig. 2C and section S5). Subsequently, the
internal flow from the high-pressure regions at the lobes to the low-
pressure region near the center of the droplet results in droplet con-
traction in the x direction, with maximum contraction andmaximum
solid-liquid contact area at t* � 2 (see Fig. 2D and section S5) (3, 5, 7).
The maximum contraction results in a high-pressure region near the
center of the droplet, and themaximum contact area results in themax-
imum upward reaction force on the droplet (3, 5, 7). This upward re-
action force aligns the velocity vectors in the +z direction, resulting in
further increase in the upward kinetic energy of the dropletE�

kin;up (see
stage III in Fig. 2A). However, the radially outward internal flow from
the high-pressure region near the center of the droplet disturbs the
alignment of velocity vectors (see Fig. 2E and section S5), impeding
the upward motion of the droplet. Consequently, when the droplet
departs from the superomniphobic surface at t� ¼ t�d (see Fig. 2F and
section S5), it does so with a relatively low upward kinetic energy and
a relatively low energy conversion efficiency h ¼ E�

kin;up t�d
� �

≈2:8%
(see stage III in Fig. 2A) (2, 3, 5).

Now, let us consider two similar droplets of water (R0 ≈ 600 mm)
coalescing on a superomniphobic surface with a ridge (ridge height
hr≈ 500mm; see Fig. 3A andmovie S3).Upon coalescence, similar to that
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Here, Wej ¼ V�2
j ¼ rR0V2

j =g1v is the Weber number when the
droplet departs (or jumps away) from the surface. Wej is a measure
of the conversion of surface energy into upward kinetic energy (see sec-
tion S8). It is evident from Eq. 3 that Wej increases linearly with
increasing nondimensional ridge height h*. Physically, this implies that
a higher hr or a smaller dropletR0 leads to amore efficient conversion of
the surface energy to upward kinetic energy. Both our numerical and
experimental results (with different R0 and hr) collapse onto a single
nondimensional straight line in accordance with Eq. 3, confirming
the validity of our scaling arguments (see Fig. 5B). It is evident that at
h* = 0 (i.e., on a superomniphobic surface without a ridge), Wej ¼
V�2

j ≈0:041 (i.e., nondimensional jumping velocity, V �
j ≈0:2), which

is in good agreement with previous reports of coalescence-induced
jumping on superrepellent surfaces without a ridge (2–7, 24).
 on January 16, 2021
.org/
CONCLUSION
In summary, we used a simple and passive technique consisting of
superomniphobic surfaces with a ridge to experimentally demonstrate
coalescence-induced jumping with a high energy conversion efficiency
h ≈ 18.8% (i.e., about 570% increase in energy conversion efficiency
compared to superomniphobic surfaces without a ridge). Using the sig-
nificant increase in energy conversion efficiency on our superomnipho-
bic surfaces with a ridge, we demonstrate the coalescence-induced
jumping of low–surface tension droplets (e.g., n-tetradecane with
glv ≈ 26.6 mN m−1) and very high–viscosity droplets (e.g., water + 90%
glycerol with m ≈ 220 mPa·s). These results constitute the first-ever
demonstration of coalescence-induced jumping of droplets at Oh
> 1, i.e., in the viscosity-dominated regime.We envision that the results
and insights obtained from our work will affect a wide variety of appli-
cations including self-cleaning, anti-icing, energy harvesting, hot spot
cooling, condensation, and lab-on-chip devices, especially when liquids
with substantial viscous dissipation and/or systems with significant
solid-liquid adhesion are involved (9, 11–17, 23, 33). Specifically, we
anticipate that superrepellent surfaces that have hierarchically structured,
periodic ridges throughout the surface can enhance the energy conver-
sion efficiency in practical applications with droplet coalescence at
multiple length scales (see section S9) (34, 35).

Further, our numerical simulations indicate that the underlying
mechanism for the increase in energy conversion efficiency is the effec-
tive redirection of in-plane velocity vectors to out-of-plane velocity
Vahabi et al., Sci. Adv. 2018;4 : eaau3488 9 November 2018
vectors due to the presence of the ridge. Based on a nondimensiona-
lized energy balance that accounts for the additional surface energy
stored in the coalesced droplet due to the presence of the ridge, we
demonstrated that theWeber number at droplet departure (ameasure
of the conversion of surface energy into upward kinetic energy) in-
creases linearly with the nondimensional ridge height. In this context,
it is interesting to note that protruding macrotextures on superrepel-
lent surfaces can favorably alter the droplet dynamics in coalescence
(by increasing the jumping velocity and energy conversion efficiency)
and in bouncing or splitting (by reducing the contact time) (36, 37) to
enhance the departure of the droplet from the surface. In droplet co-
alescence on macrotextures, surface energy is converted to kinetic
energy, and in droplet bouncing or splitting onmacrotextures, kinetic
energy is converted to surface energy; in both cases, some energy is lost
to viscous dissipation. The scaling arguments presented in our work,
especially those related to surface energy stored in a deformed droplet,
may be useful to understand droplet dynamics in bouncing and
splitting on ridges. While our work has primarily focused on incor-
porating the influence of the ridge height into the scaling arguments,
a more detailed study is necessary to incorporate the influence of the
ridge angle into the scaling arguments (see section S10).
MATERIALS AND METHODS
Fabrication of superomniphobic surfaces
A solution (20 mg/ml) of 20 weight % (wt %) SF100 (super fast instant
adhesive3M) + 80 wt % fluorodecyl polyhedral oligomeric silsesquiox-
anes (POSS) (38) in ASAHIKLIN AK-225 (Asahi Glass) was spray
coated (at a pressure of ≈ 200 kPa) onto the desired surface using
an air brush (Paasche) held 15 cm from the surface. Subsequently,
the substrate was allowed to dry at room temperature for an hour.
Our surfaces were superomniphobic for liquids with a wide range of
surface tensions (glv ≥ 25.3 mN m−1).

Coalescence experiments
An experimental apparatus composed of three pieces (i.e., a ridge and
two flat solid surfaces) mounted on a wooden stage with a groove (see
Fig. 1A) was used to study the coalescence-induced jumping of liquid
droplets. The ridge was fabricated by machining an as-received 6061
aluminum sheet (thickness ≈ 0.4 mm; McMaster-Carr) with a
bench-top grinding machine. The ridge was then placed between two
Fig. 5. Jumping velocity of coalescing droplets with and without a ridge. (A) Jumping velocity of droplets with different radii on superomniphobic surfaces with
different ridge heights (data from numerical simulations). (B) Both numerical and experimental data collapse onto a single nondimensional straight line of Weber
number at droplet departure (or jumping) versus nondimensional ridge height, in accordance with Eq. 3. Error bars in the experimental data represent the error
associated with velocity, droplet radius, and ridge height measurements.
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flat aluminum sheets (2 cm by 2 cm) with beveled edges. By adjusting
the location of the ridgewithin thewooden groove, we altered the height
of the ridge (100 mm < hr < 500 mm). After spray coating the ridge and
the two flat sheets with 20 wt % SF100 + 80 wt % fluorodecyl POSS
blends (see the “Fabrication of superomniphobic surfaces” section),
two droplets of equal volume (dispensed with a micropipette) were
placed on either side of the ridge. A very thin metal fiber (also spray
coated with a superomniphobic coating) was used as a maneuvering
probe to gently nudge one of the droplets (with negligible horizontal
velocity) and induce coalescence. Note that a thinner coating of 20 wt
% SF100 + 80 wt % fluorodecyl POSS blends was sufficient to obtain
superrepellency for high–surface tension liquids (e.g., water and water
+ 90%glycerol), but a thicker coating, especially at the tip of the ridge (to
ensure multiple layers of reentrant texture), was necessary to obtain
superrepellency for low–surface tension liquids. Consequently, the
ridges used for coalescence of high–surface tension liquid droplets were
sharper (ridge angle a ≈ 15°; see Figs. 1D and 4C), and the ridges used
for coalescence of low–surface tension liquid droplets were blunter
(ridge angle a ≈ 25°; see Fig. 4A).

High-speed imaging
High-speed movies of coalescing droplets were obtained using a
high-speed camera (Photron FASTCAM SA3) at 3000 frames/s.
We determined the jumping velocity of the coalesced droplet from
the droplet trajectories, as explained in our previous work (7). Some
droplets deviated from the vertical direction during jumping because
of the mismatch in droplets sizes, asymmetry in the geometry of the
ridge, and asymmetry in coalescence. Thus, we restricted all our exper-
imental analyses to jumping droplets within a deviation of ±10° from
the vertical direction.

Contact angle and roll-off angle measurements
A contact angle goniometer (Ramé-Hart 260) was used to measure the
apparent contact angles and roll-off angles using ≈ 5 ml of droplets.
The contact angles were measured by advancing or receding the dro-
plets on the surface using a syringe (Gilmont). The roll-off angles were
measured by tilting the stage until the droplet rolled off from the sur-
face. At least six measurements were performed on each surface. The
errors in contact angle and roll-off angle measurements were ±2° and
±1°, respectively. The apparent advancing contact angle q�adv, the ap-
parent receding contact angle q�rec, and the roll-off angle w of the liquids
used in this study are listed in section S1.

Morphology characterization
Morphology of the spray-coated surfaces and the ridge angles after
spray coating were characterized using a scanning electron microscope
(JEOL 6500F) at 5 kV (section S1).

Numerical simulations
We implemented three-dimensional numerical simulations with an
incompressible, laminar flow model to capture the evolution of the
liquid-air interface during the coalescence of two identical liquid
droplets (R0) resting on a superomniphobic surface. Similar to pre-
vious studies (2, 3, 5, 7, 39, 40), we used smooth surfaces (with per-
fectly smooth wall boundary conditions), with known contact angles
[i.e.,q*≈ q�adv þ q�rec

� �
=2; see table S1], to define the superomniphobic

surfaces in our numerical simulations. Since the experimentally
measured contact angle hysteresis is low (i.e., Dq* < 10°; see table S1)
on our superomniphobic surfaces, in our numerical simulations, we
Vahabi et al., Sci. Adv. 2018;4 : eaau3488 9 November 2018
ignored contact angle hysteresis at the superomniphobic ridge and at
the lower boundary of the computational domain (i.e., z= 0; see section
S2) representing the flat superomniphobic surfaces. The two droplets
were initially situated with overlapping diffuse interfaces that led to
the onset of coalescence (3, 5, 7). Because of the symmetry in the x
and y directions, only half of a coalescing droplet was simulated in a
computational domain of 6R0 × 6R0 × 10R0 (see section S2) (3, 5, 7).
Symmetric boundary conditions were used at the planes x = 0 and
y = 0 (5, 7). We solved the governing equations (equation of continuity
and momentum equation) with ANSYS Fluent using a pressure-based
solver (7). The geometric reconstruction schemewas used in the volume
of fluid model to represent the liquid-air interface, with a piecewise-
linear approach. Further, we used the continuum surface force method,
with surface tension as the source term in themomentumequation. The
momentum equation was discretized using the second-order upwind
scheme (7). We used the SIMPLE (semi implicit-explicit) algorithm
for pressure-velocity coupling, and fluid properties were updated from
the pressures using the PISO (pressure implicit with splitting of opera-
tors) algorithm (7). A mesh with >40 cells per radius was used within
the droplet (7). Further, local mesh refinement was performed close to
the ridge, the lower boundary of the computational domain (i.e., z→ 0),
and the symmetry planes (i.e., x→ 0 and y→ 0) to mitigate the influ-
ence of high gradients (see section S2). Amesh-independence checkwas
performed to confirm that the numerical results were virtually in-
sensitive to further mesh refinement. A variable time-step scheme
was used in all cases to ensure Courant-Friedrich-Levy number < 0.8
in each time step. Iterations at each time step were terminated when
the convergence criteria of all equations was smaller than 10−6.
SUPPLEMENTARY MATERIALS
Supplementary material for this article is available at http://advances.sciencemag.org/cgi/
content/full/4/11/eaau3488/DC1
Supplementary Text
Fig. S1. Morphology of the superomniphobic ridge.
Fig. S2. Computational domain.
Fig. S3. Components of the total kinetic energy.
Fig. S4. Velocity vectors and pressure distribution (yz view).
Fig. S5. Coalescence-induced jumping of smaller droplets.
Fig. S6. Coalescence of low–surface tension and high-viscosity droplets.
Fig. S7. Schematic of a superrepellent surface with periodic arrangement of triangular ridges.
Fig. S8. Schematic of two coalescing droplets and a ridge with maximum ridge angle.
Fig. S9. Schematic depicting the influence of nondimensional ridge height h* on the maximum
ridge angle amax.
Table S1. Density, viscosity, surface tension, apparent advancing contact angle, apparent
receding contact angle, and roll-off angle of test liquids on superomniphobic surfaces.
Table S2. Influence of the ridge angle a on the energy conversion efficiency h in
coalescence-induced jumping of droplets with radius R0 = 600 mm at different
nondimensional ridge heights h*.
Movie S1. This video illustrates (experimentally and numerically) the coalescence-induced
self-propulsion of two droplets of water (R0 ≈ 600 mm) on a superomniphobic surface without
a ridge.
Movie S2. This video illustrates (experimentally and numerically) the coalescence-induced
self-propulsion of two droplets of water (R0 ≈ 600 mm) on a superomniphobic surface with a ridge
(ridge height hr ≈ 500 mm).
Movie S3. This video illustrates the evolution of the velocity vectors within two droplets of
water (R0 ≈ 600 mm) during their coalescence on a superomniphobic surface with and without
a ridge.
Movie S4. This video illustrates (experimentally and numerically) the coalescence-induced
self-propulsion of two droplets (R0 ≈ 480 mm) of a low–surface tension liquid (n-tetradecane
with glv ≈ 26.6 mN m−1) on a superomniphobic surface with a ridge.
Movie S5. This video illustrates (experimentally and numerically) the coalescence-induced
self-propulsion of two droplets (R0 ≈ 480 mm) of a high-viscosity liquid (water + 90% glycerol
with m ≈ 220 mPa·s) on a superomniphobic surface with a ridge.
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Movie S6. This video illustrates the coalescence of two low–surface tension droplets (n-tetradecane
with glv ≈ 26.6 mN m−1 and R0 ≈ 480 mm) and two high-viscosity droplets (water + 90% glycerol
with m ≈ 220 mPa·s and R0 ≈ 480 mm) on a superomniphobic surface without a ridge.
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