
SC I ENCE ADVANCES | R E S EARCH ART I C L E
PHYS I CS
1ICFO–Institut de Ciencies Fotoniques, The Barcelona Institute of Science and
Technology, 08860 Castelldefels (Barcelona), Spain. 2Department of Physics,
Ben-Gurion University of the Negev, 8410501 Be’er Sheva, Israel. 3Unit of
Electrooptics Engineering, Ben-Gurion University of the Negev, 8410501 Be’er
Sheva, Israel. 4ICREA–Institució Catalana de Recerca i Estudis Avançats, 08010 Bar-
celona, Spain.
*Corresponding author. Email: alexander.block@icfo.eu (A.B.); niek.vanhulst@icfo.
eu (N.F.v.H.)

Block et al., Sci. Adv. 2019;5 : eaav8965 10 May 2019
Copyright © 2019

The Authors, some

rights reserved;

exclusive licensee

American Association

for the Advancement

of Science. No claim to

originalU.S. Government

Works. Distributed

under a Creative

Commons Attribution

NonCommercial

License 4.0 (CC BY-NC).
D
o

Tracking ultrafast hot-electron diffusion in space and
time by ultrafast thermomodulation microscopy
A. Block1*, M. Liebel1, R. Yu1, M. Spector2, Y. Sivan3, F. J. García de Abajo1,4, N. F. van Hulst1,4*

The ultrafast response of metals to light is governed by intriguing nonequilibrium dynamics involving the
interplay of excited electrons and phonons. The coupling between them leads to nonlinear diffusion be-
havior on ultrashort time scales. Here, we use scanning ultrafast thermomodulation microscopy to image
the spatiotemporal hot-electron diffusion in thin gold films. By tracking local transient reflectivity with 20-nm
spatial precision and 0.25-ps temporal resolution, we reveal two distinct diffusion regimes: an initial rapid
diffusion during the first few picoseconds, followed by about 100-fold slower diffusion at longer times. We
find a slower initial diffusion than previously predicted for purely electronic diffusion. We develop a com-
prehensive three-dimensional model based on a two-temperature model and evaluation of the thermo-optical
response, taking into account the delaying effect of electron-phonon coupling. Our simulations describe well
the observed diffusion dynamics and let us identify the two diffusion regimes as hot-electron and phonon-
limited thermal diffusion, respectively.
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INTRODUCTION
Understanding light-induced charge-carrier transport is of vital impor-
tance in modern technological applications, such as solar cells, artificial
photosynthesis, optical detectors, andheatmanagement in optoelectronic
devices (1–4). For example, the pathway of energy transfer in solar cells
directly influences their energy conversion efficiency, as charge carriers
need to diffuse toward extraction regions before being lost to other
decay channels (5). Much active research on emerging sensitized or
thin-film photovoltaics aims at engineering effective carrier transport
while preventing hot-carrier loss (6, 7). Inmodern optoelectronic de-
vices, hot electrons are first accelerated by the incident field before
they scatter and dissipate their energy on the nanometer to micro-
meter scale, eventually transferring excess energy either to the lattice or
through Schottky junction harvesting (8–10). In the past, pump-probe
techniques were widely used to study the ultrafast response of carrier
and heat transport in different materials under optical excitation
(11). While these time-resolved studies have uncovered numerous
aspects of ultrafast carrier dynamics, the nanoscale spatial transport
has remained largely unexplored. Direct real-space mapping to watch
the carriers diffuse both in space and time is challenging. Recently, the
combination of ultrafast spectroscopy and nanoimaging techniques,
such as electronmicroscopy, x-ray diffraction, or near-fieldmicroscopy,
has opened up new avenues to visualize microscopic transport (12–14).
Unfortunately, these methods are invasive, require vacuum, or in-
volve slow probe scanning. All-optical far-field pump-probe micros-
copy is an interesting alternative as it probes the systemof interest in a
perturbation-free manner while achieving both high temporal and spa-
tial resolution (15, 16). Using concepts of super-resolution and localiza-
tion microscopy (17), the spatiotemporal dynamics can be resolved
beyond the diffraction limit by precisely measuring the nanometer spa-
tial changes of an initially excited, diffraction-limited region. Because of
the relatively facile implementation, ultrafast microscopy is now emerg-
ing as an important tool for studying exciton diffusion in semicon-
ductors, molecular solids, and two-dimensional (2D)materials (18–21).
In this context, the ultrafast carrier diffusion dynamics in noble metals,
such as gold, is of particular importance for heat management in nano-
scale devices, as well as femtosecond laser ablation, but has thus far only
been studied in the time domain (22–30).

In this work, we use novel ultrafast microscopy to gain insight into
the complex nonequilibrium dynamics of hot electrons in gold.When
a metal interacts with light, its electrons are excited above the Fermi
level (Fig. 1A). These initially excited electrons trigger a cascade of
cooling mechanisms that involve energy transfer between different
metal subsystems, of which conduction electrons and lattice vibrations
(phonons) are the dominant ones. The ultrafast thermal response is
commonly described by considering the conduction band electrons
and the ionic lattice as separate thermodynamic subsystems with dis-
tinct thermal properties, such as heat capacity and thermal conduc-
tivity (31). Since the heat capacity of the electrons is substantially
smaller than that of the lattice, the electron subsystem quickly reaches
a high temperature Fermi-Dirac distribution, which we refer to as “hot
electrons,” while the lattice stays close to ambient temperature under
the excitation intensities considered here. The electrons subsequently
cool and thermalize with the lattice within a few picoseconds. The elec-
tron relaxation and thermalization of the two subsystems are a direct
result of an interplay between electron-phonon coupling and hot-
electron diffusion (27). Purely time-resolved studies typically cannot
separate these two contributions and have consistently neglected lat-
eral heat flow (25, 27), which becomes particularly important when
considering nanoscale systems. Directly resolving hot-electron diffu-
sion, a crucial step for understanding the ultrafast heat dynamics, has
thus far not been possible because of a lack of spatiotemporal reso-
lution (27–29).

Here, we address this shortcoming by interrogating thin gold
films with our recently developed scanning ultrafast thermomodulation
microscopy (SUTM) technique.We directly measure the spatiotemporal
evolutionof a locally induced hot-electron distribution on nanometer
length scales with femtosecond resolution. Specifically, in our exper-
iment, an optical pump pulse illuminates a thin gold film, thus creat-
ing hot carriers in the metal (Fig. 1B). We measure the subsequent
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thermal response of the metal by using a probe pulse that interro-
gates the sample at a well-defined time delay, Dt, with respect to
the pump pulse. By spatially raster-scanning the probe beam relative
to the stationary, tightly focused pump spot at each time delay, we
obtain spatiotemporally resolved transient reflection (DR/R) maps.
In this experiment, spatial heat diffusion manifests itself as a
broadening of the initially excited area, which is quantified with a
nanometer accuracy, far beyond the diffraction limit, by accurate de-
termination of the SUTM spatial response function (Fig. 1C). Consid-
ering the electron redistribution dynamics described above (Fig. 1A),
we expect to identify distinct diffusion dynamics regimes, each domi-
nated by a different diffusion mechanism, depending on the state of
thermalization of the sample.
RESULTS
We image the light-induced thermal dynamics of a 50-nm thin gold
film using SUTM. The sample is optically excited with a 450-nm
(2.76 eV) pump pulse and interrogated with a 900-nm (1.38 eV) probe
pulse, as outlined above (Fig. 1B). We focus the beams at the sample
plane to spots of full width at half maximum (FWHM) of 0.6 and
0.9 mm, respectively, and record DR/R maps at different times after
photoexcitation by varying the pump-probe delay between−5 and 30 ps.

Figure 2A shows transient reflection images, recorded at three
different pump-probe time delays Dt for a fixed pump fluence F of
1.0 mJ/cm2, which is well below the damage and ablation threshold
of the metal (32). At Dt = −2 ps (i.e., when the probe interrogates the
sample before photoexcitation by the pump), the DR/R response is
negligible. Then, at Dt = 0 ps, a negative DR/R spot emerges around the
pump beam position x = y = 0, with up to −10−4 contrast. Subsequently,
at Dt = 10 ps, we observe a reduced response, as the signal has decayed.
Block et al., Sci. Adv. 2019;5 : eaav8965 10 May 2019
The negative sign of DR/R indicates that the heated area exhibits de-
creased reflection. The data were recorded with an integration time of
5ms per pixel. To investigate the temporal decay dynamics, we spatially
overlap the pump and probe beams (x = y = 0) and vary the time delay.
Figure 2B shows the resulting trace. The transient reflection shows a
negative step response with a 300-fs rise time, close to our instrument
temporal resolution, followed by a biexponential decay with fast (1 ps)
and slow (0.9 ns) components (see fig. S1). While these data contain
information about the temporal carrier dynamics, the spatial diffusion
information is provided by the DR/Rmaps of Fig. 2A. Therefore, we
fit the central cross sections of the images with Gaussian functions
(Fig. 2C). The FWHM increases by about 100 nm from 1.05 mm at Dt =
0 ps to 1.15 mm at Dt = 10 ps, a result that we attribute to spatial heat
diffusion. The accuracy of thismethod is ultimately limited by the signal-
to-noise ratio of the response function, which dictates how well the
profiles can be fit. We observe an FWHM accuracy of about 20 nm.

We further investigate this evident diffusion behavior, as we want
to track the rate at which it takes place during the thermalization
process. Therefore, we proceed to record transient reflectivity line
profiles overmany pump-probe delays. Figure 3A shows a typical spatio-
temporal dataset for F = 1.0 mJ/cm2. We obtain an estimate of the time-
dependent diffusion coefficientD(t) in a first, semiquantitative manner
by assuming the following relationship between the width (FWHM)
and D for an initial Gaussian profile, which we adopt from a general
treatment of diffusion problems (see note S1 for details) (33)

∂FWHM2ðtÞ
∂t

¼ 16ðln 2ÞDðtÞ ð1Þ

We extract the FWHM at each time delay by fitting Gaussian pro-
files to the DR/Rmaps, as previously explained, and plot the resulting
temporal evolution of the squared width, FWHM2, in Fig. 3B. We
observe an initial fast spreading, revealed by an increase in FWHM2,
followed by amuch slower broadening at longer time delays. The two
diffusion regimes appear to correlate with the fast and slow temporal
decay regimes of DR/R. We estimate the initial and final diffusion
coefficients by fitting lines to the curve in Fig. 3B (Eq. 1). Exclud-
ing the transition region, we restrict our fit to the Dt = 0 to 1 and 5 to
30 ps intervals, yieldingDfast = 95 cm2/s andDslow = 1.1 cm2/s, respec-
tively. We repeat the same procedure for multiple pump fluences and
summarize the extracted coefficients, along with their standard errors,
in the inset to Fig. 3B.

The above analysis provides a simple first measure to quantify
diffusion. However, it relies on the assumption of a single diffusing
profile and its proportionality to transient reflection while ignoring
the underlying electron and phonon subsystems, as well as their in-
dividual thermal contributions to the reflection signal. Considering
these (nonlinear) contributions to the dynamics, the asymptotic linear
fitting is too simplistic. To fully understand the nature of the time-
dependent diffusion mechanisms at work, particularly the transition
between the two regimes of the observed spot broadening dynamics,
it is necessary to model the response of the system more rigorously.
Briefly, wemodel the spatiotemporal evolution of the pump-induced
changes to the reflectivity of the sample in three basic steps (Fig. 4A).
First, we calculate the electron and lattice temperature distributions
in the gold film,Te(r,Dt) and Tl(r,Dt) (r = x,y,z), resolved in space and
time, by means of a 3D two-temperature model (30, 31). We then
calculate the spatiotemporal dynamics of the gold film permittivity
Fig. 1. Schematicdescriptionof scanningultrafast thermomodulationmicroscopy.
(A) The energy distribution of the conduction band electrons at ambient tempera-
ture is perturbed by optical excitation. It quickly evolves to a quasi-thermalized
“hot-electron” Fermi-Dirac distribution with high electron temperature (Te), while
the lattice temperature (Tl) stays close to the ambient level. Subsequent cooling
due to electron-phonon coupling and hot-carrier diffusion leads to thermal equi-
librium between the electron and lattice subsystems. (B) An optical pump pulse
illuminates a 50-nm thin gold film, thus inducing a local hot-electron distribution.
The probe pulse measures the temperature-dependent transient reflectivity (DR/R) as
a function of both pump-probe time delay and pump-probe spatial offset. (C) We
monitor the spatiotemporal evolution of the photoinduced DR/R spot size with
20-nm accuracy and 250-fs resolution to visualize and distinguish hot-electron
diffusion and thermal (phonon-limited) diffusion.
2 of 7
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e(r,Dt), considering the effect of both temperatures on the Drude re-
sponse. Last, we convert the permittivity to our observable, transient
reflection DR/R(x,y,Dt) using the Fresnel equations (see Materials
andMethods and fig. S2). This procedure allows us to directly compare
themeasured data to the predictions of ourmodel for the spatiotemporal
diffusion by Gaussian fitting of the resulting DR/R maps to obtain
FWHM2 as a function of Dt.

In more detail, we describe our system with a two-temperature
model [i.e., in terms of two thermodynamic subsystems: the electrons
and the lattice (31)]. We assume thermalization of the electron sub-
system, as our temporal resolution of 250 fs cannot resolve the initial
nonthermal stage right after photoexcitation. We model the 3D spa-
tiotemporal temperatures in the gold film, Te(r,Dt) and Tl(r,Dt), re-
spectively, by considering the following coupled equations for the
energy exchange between the gold electrons, the gold lattice, and the
glass substrate, driven by a source S(r,t) (the optical pump)

CeðTeÞ ∂Te

∂t
¼ ∇ðkeðTeÞ∇TeÞ � GðTe � T lÞ þ S� Ses ð2aÞ

Cl
∂T l

∂t
¼ ∇ðkl∇T lÞ þ GðTe � T lÞ � Sls ð2bÞ

Cs
∂Ts

∂t
¼ ∇ðks∇TsÞ þ Sls þ Ses ð2cÞ

where Ce/Cl (Cs) and ke/kl (ks) are the volumetric heat capacity and
thermal conductivity of the gold electron/lattice (glass substrate), re-
spectively; G is the electron-phonon coupling coefficient; and Ses (Sls)
is an energy exchange parameter at the gold-glass interface for the gold
electrons (lattice), as described in (34) (see the SupplementaryMaterials
for more details and Materials and Methods for the parameter values).
Block et al., Sci. Adv. 2019;5 : eaav8965 10 May 2019
Wedefine the source term S(r,t) for the energy absorbed from the pump
pulse via its Gaussian spatial and temporal profiles (see details in note
S2).We are careful to include the lateral (x,y) temperature gradient, as
we are interested in the prediction of themodel for the lateral heat flow
out of the focal volume. A finite element method calculation yields
the 3D spatiotemporal electron and lattice temperatures Te(r,Dt) and
Tl(r,Dt) for the sample geometry. The gold-air interface is taken to be
at the z = 0 plane. The calculated evolution of the electron and lattice
temperaturesTe/l at x= y = z= 0 is shown in Fig. 4B.We observe a rapid
increase in electron temperature tomore than 1000 K and a subsequent
cooling and thermalization with the lattice temperature at few tens of
degrees above the ambient level of 293 K. Next, we calculate the spatio-
temporal dependence of the gold film permittivity e(Te(r,Dt),Tl(r,Dt))
using a Drudemodel for the near-infrared probe wavelength (seeMate-
rials and Methods). The model includes electron-electron Umklapp
scattering, electron-phonon scattering, and thermal lattice expansion
in the calculation of the gold permittivity, which therefore depends
on bothTe and Tl (see note S3). Then, the pump-induced complex per-
mittivity is converted into transient reflectivity using the Fresnel coeffi-
cients for thin films as a function of lateral position (x,y) and time (Dt)
to yield DR/R(e(r,Dt)), assuming a uniform permittivity across the
film thickness (see note S4). The calculation actually predicts a higher
DR/R contrast compared with experiment, possibly due to an over-
estimate of the absorbed power; however, this does not affect the width
distributions. We account for the effect of the finite spatial extension
of the probe pulse by convolving the resulting DR/R map with its
measured, diffraction-limited width. Last, we analyze the predicted
spatiotemporal evolution of DR/R by Gaussian fitting to the spatial
cross sections, as described above for the experimental data. Figure
4C shows the calculated evolution of the squared width together with
the experimental results for the three pump fluences under considera-
tion. The comparison shows that the calculated evolution describes the
experimental data well for both thermalization regimes, including the
dependence on fluence. The relative difference D of the squared width
between the full model and the experimental data lies below ±4% over
the entire range of studied time delays.
DISCUSSION
Using scanning ultrafast thermomodulation microscopy, we have
imaged the thermo-optical dynamics of gold films and identified
two regimes of thermal diffusion dominated by hot electrons and lattice
modes (phonons), respectively. Intuitively, the two observed regimes
of heat diffusion may be understood from limiting cases of the two-
temperature model. At early times, when Te≫Tl, the electron-lattice
thermalization time can be estimated as te−ph = Ce(Te)/G, and the hot-
electron-dominated diffusion can be estimated as Dfast = ke/Ce, as
previously predicted (22). In the long term, after thermalization of the
electrons and the lattice (Te ≈ Tl), the two-temperature model sim-
plifies to a diffusion equation with Dslow = (ke + kl)/(Ce + Cl)≈ ke/Cl.
This is the well-known thermal diffusivity of gold (35). Inserting the
values of electron-phonon coupling constant, heat capacity, and ther-
mal conductivity leads to te−ph = 1 to 3 ps (for Te = 300 to 1000 K),Dfast =
152 cm2/s, andDslow = 1.36 cm

2/s. However,Dfast = ke/Ce, also shown
as a gray dashed line in Fig. 4C, only serves as a preliminary estima-
tion, which overestimates the values observed by our spatiotemporal
imaging (see also inset to Fig. 3B). Obviously, the delaying effect of
electron-phonon coupling on the diffusion dynamics needs to be taken
into account. Modeling the full dynamics from absorption through
Fig. 2. Hot-electron dynamics. (A) Scanning ultrafast thermomodulation images
of the gold film recorded by spatially scanning the probe beam (lprobe = 900 nm)
relative to a fixed pump beam position (lpump = 450 nm, centered at x = y = 0 in
the image) for selected pump-probe delays. (B) Transient reflectivity dynamics for
collinear pump and probe pulses, exhibiting two distinct exponential decay con-
tributions with time constants of 1 ps and 0.9 ns, respectively. An offset at Dt < 0
has been subtracted from the data. (C) Spatial profiles (dots) and Gaussian fits
(curves) for three selected pump-probe delays, extracted from (A) by cutting hor-
izontal lines through the center of the spots (y = 0).
3 of 7



Fig. 3. Two-step diffusion dynamics. (A) Spatiotemporal dynamics of the transient reflection signal DR/R. We scan the probe beam over the pump beam (1D scan
across spot center, vertical axis) as a function of pump-probe delay (horizontal axis) at a pump fluence of 1.0 mJ/cm2. The offset at Dt < 0 has been subtracted from the
data. (B) Squared-width evolution of the DR/R profile, extracted by Gaussian fitting to the spatial profile at each pump-probe delay (symbols). The error bars show the
68% confidence intervals of the Gaussian fits. We extract the initial and final diffusion coefficients by fitting slopes in the two regions (dashed lines) and comparing to
Eq. 1. We find fast diffusion of Dfast = 95 cm2/s within the first few picoseconds, followed by slower diffusion (Dslow = 1.1 cm2/s) after >5 ps. The inset shows the
extracted diffusion coefficients for pump fluences in the range of 0.3 to 1.6 mJ/cm2, along with the ratio of electron thermal conductivity ke and electron (lattice) heat
capacity Ce (Cl).

S C I ENCE ADVANCES | R E S EARCH ART I C L E

Block et al., Sci. Adv. 2019;5 : eaav8965 10 May 2019 4 of 7

 on June 25, 2019
http://advances.sciencem

ag.org/
D

ow
nloaded from

 

electron-lattice thermalization to spatiotemporal permittivity dynamics
allows us to predict the evolution of the spatial width of DR/R, resulting
in good quantitative agreement with the experimentally determined
time-dependent diffusion. In particular, it illustrates how the elevated
temperature of the conduction band electrons correlates with a fast
carrier diffusion and how both electron-phonon coupling and hot-
electron diffusion contribute to the transition between the twomentioned
regimes.We note that ourmodel relies purely on reportedmaterial con-
stants andhasno free adjustable parameters (seeMaterials andMethods).
In addition, the dependence of the calculated width evolution on the
laser fluence agrees well with the experimental data.

In the transition regime, around 5-ps time delay, we predict a subtle
decrease of FWHM, which lies within the uncertainty of the experi-
mental data. In fact, the two-temperature model predicts a substan-
tial decrease of FWHM for the electron temperature distribution (i.e.,
apparent negative diffusion) in this transition regime. The effect is less
visible after conversion to our observable, DR/R, both experimentally
and in simulation, presumably because of the influence of the lattice
temperature in the crossover regime.

Recent experiments have studied the effects of nonthermal electron
distributions, as well as a transition from ballistic to diffusive electron
transport (23, 36). It will be interesting to study these effects in real space
with SUTM at higher temporal resolution.

In summary, we have tracked thermally induced diffusion in a
thin gold film from absorption to thermalization in time and space with
femtosecond and nanometer resolution. We resolve a transition from
hot-electron to phonon-limited diffusion. We interpret the electronic
and phononic cooling regimes with the help of full two-temperature
and thermo-optical modeling. The predicted dynamics agree well
with the experimental observations. The insight gained on hot-
carrier dynamics from direct spatiotemporal imaging is crucial to
understand the interplay of electrons and phonons in ultrafast nano-
scale photonics and thus to design nanoscale thermal management in
nano-optoelectronic devices, such as phase-change memory devices
and heat-assisted magnetic recording heads. In particular, the con-
trol of heat exchange between the electron and lattice systems is im-
portant in device functionality. More generally, the excess energy of
hot electrons finds applications in an increasingly wide range of
systems, such as thermoelectric devices, broadband photodetectors,
efficient solar cells, and even plasmon-enhanced photochemistry. Here,
we have applied ourmethod to gold, the “gold” standard for many such
applications of electron heat. Certainly, ultrafast thermomodulation
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microscopy is equally suitable to study a vast range of othermaterials
and systems in the future.
 on June 25, 2019
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MATERIALS AND METHODS
Experimental details
The samplewas fabricated by thermal evaporation of 50nmof gold onto
a cleaned glass coverslip. The laser source was a Ti:Sapphire oscillator
(Mira 900, Coherent) emitting at 900-nm wavelength with a repetition
rate of 76MHz and a 150-fs pulse duration. We frequency-doubled the
laser using a BBO crystal to create the 450-nm pump beam. We com-
pressed the pump and probe pulses individually with two prism com-
pressors made of fused silica and SF10 glass, respectively. We
characterized the temporal resolution of the entire imaging system at
the sample plane as 250 fs via the 10 to 90% cross-correlation rise time
of a transient absorption signal of a graphene sample. Both beams were
focused onto the sample with a 40×/0.6 numerical aperture objective
lens (LUC Plan FLN, Olympus). We measured the beam profile at the
sample plane by scanning a line edge of the gold film through the beam.
We minimized and overlapped the pump and the probe beam foci in
the sample plane by iterative (de-)collimation and beam profiling, re-
sulting in values of FWHMpump = 0.6 mm and FWHMprobe = 0.9 mm at
the same z position.We scanned the probe beam over the pump with
a two-axis mirror galvanometer system (GVS012, Thorlabs). We
modulated the pump beam with an optical chopper (Model 3501,
New Focus) at 6.4 kHz and recorded transient reflection by long-wave
pass filtering (585ALP and 740AELP, Omega Optical) of only the
probe beam onto a balanced photodiode (PDB450C, Thorlabs) and
Block et al., Sci. Adv. 2019;5 : eaav8965 10 May 2019
lock-in amplification (SR830, Stanford Research Systems). A sketch
of the setup is shown in fig. S3.

Two-temperature model, finite element
method implementation
For the two-temperature model calculations (Eq. 2), we used the
following parameters and scaling laws: the electronic volumetric heat
capacity of gold (27) Ce(Te) = gTe, with g = 71 Jm−3 K−2; the
electronic thermal conductivity of gold (27) ke(Te,Tl) = k0Te/Tl, with
k0 = 317Wm−1 K−1; the lattice heat capacity and thermal conductiv-
ity of gold (37, 38) Cl = 2.45 × 106 Jm−3 K−1 and kl = 2.6 Wm−1 K−1,
respectively; the electron-phonon coupling constant (39) G = 2.2 ×
1016 Wm−3 K−1; and the heat capacity and thermal conductivity of
glass (40)Cs = 1.848 × 10

6 Jm−3 K−1 and ks = 0.8Wm−1 K−1, respectively
(see note S2 for further details).

Thermo-optical response calculation
Wemodeled the complex permittivity at the infrared probe wavelength
with a Drude model permittivity (41)

e ¼ e∞ � wp
2ðTlÞ

wðwþ igreðTe;T lÞÞ

Here, e∞ = 9.5 is the high-frequency permittivity (41). The plasma
frequencywpdependson the lattice temperatureTl due tovolumeexpansion
affecting the free conduction band electron density ne. Namely, wpðT lÞ ¼ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiðe2=e0meff Þ � neðT0Þ=ð1þ bDT lÞ
p

, where b = 4.23 × 10−5 K−1 is the
Fig. 4. Theoretical modeling and identification of different diffusion regimes. (A) We simulate the spatiotemporal evolution of the optically excited gold film with
a full 3D-space two-temperature model. We obtain the temperature-dependent complex permittivity from the calculated spatiotemporal electron and lattice temperature
maps, including the thermal dependence of electron-electron and electron-phonon scattering, as well as thermal expansion of the lattice. We then calculate DR/R(x,y,Dt)
using the thin-film Fresnel equations and extract its spatial dynamics using the same Gaussian fitting as in the experimental data analysis. (B) Predicted temporal evolution
of the electron (top) and lattice (bottom) temperatures at the beam center for the three pump fluences used in the experiment. (C) Theoretical (curves) and experimental
(symbols) evolution of the squared width of DR/R for different pump fluences F (top). In accordance with Fig. 3B, we identify a fast diffusion regime at high electron
temperatures, within the first few picoseconds, followed by a thermalized regime (>5 ps) dominated by phonon-limited transport, with orders-of-magnitude lower dif-
fusivity. The initial slope for a diffusivity of D = ke/Ce is shown for comparison. Bottom: Difference D between the data and the full model calculation.
5 of 7
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thermal expansion coefficient (42), ne(T0) = 5.9 × 1022 cm−3 is the
unperturbed density (42), meff ≈ me is the effective electron mass,
e0 is the vacuum permittivity, and me and e and are the elementary
charge and mass, respectively. Further, gre represents the total rate of
relaxation collisions that conserve momentum and energy of the
electron subsystem, given by greðTe;T lÞ ¼ ge�phðT lÞ þ gUme�eðTeÞ ,
where ge−ph is the electron-phonon collision rate, depending on the
lattice temperature as ge−ph(Tl) = BTl, and gUme�e is the Umklapp electron-
electron collision rate, depending onTe as gUme�eðTeÞ ¼ DðUmÞATe

2, with
A = 1.7 × 107 K−2 s−1, B = 1.45 × 1011 K−1 s−1, and DUm = 0.77 (see note
S3 and fig. S2) (43, 44).
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SUPPLEMENTARY MATERIALS
Supplementary material for this article is available at http://advances.sciencemag.org/cgi/
content/full/5/5/eaav8965/DC1
Note S1. General diffusion model
Note S2. Two-temperature model
Note S3. Thermo-optical response
Note S4. Calculation of the transient reflectivity
Fig. S1. Long-time dynamics of DR/R.
Fig. S2. Scheme of thermo-optical calculations.
Fig. S3. Schematic of the SUTM setup.
Fig. S4. Different contributions to the thermo-optical response.
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