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Scalable Majorana vortex modes in
iron-based superconductors
Ching-Kai Chiu1*, T. Machida2, Yingyi Huang1,3, T. Hanaguri2, Fu-Chun Zhang1,4,5

The iron-based superconductor FeTexSe1−x is one of the material candidates hosting Majorana vortex modes
residing in the vortex cores. It has been observed by recent scanning tunneling spectroscopy measurement that
the fraction of vortex cores having zero-bias peaks decreases with increasing magnetic field on the surface of
FeTexSe1−x. The hybridization of two Majorana vortex modes cannot simply explain this phenomenon. We
construct a three-dimensional tight-binding model simulating the physics of over a hundred Majorana vortex
modes in FeTexSe1−x. Our simulation shows that the Majorana hybridization and disordered vortex distribution
can explain the decreasing fraction of the zero-bias peaks observed in the experiment; the statistics of the
energy peaks off zero energy in our Majorana simulation are in agreement with the experiment. These agree-
ments lead to an important indication of scalable Majorana vortex modes in FeTexSe1−x. Thus, FeTexSe1−x can be
one promising platform having scalable Majorana qubits for quantum computing.
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INTRODUCTION
Majorana zero modes, being their own antiparticle in many-body
systems, have attracted great interest for quantum computing (1, 2).
Two of the promising platforms to host these exotic modes are a one-
dimensional (1D) superconducting proximitized semiconductor nano-
wire (3–5) and an s-wave superconducting surface with a Dirac cone
(6). The observation of the quantized Majorana conductance (7) in
the nanowire and the distinct zero-bias peaks (ZBPs) (8–10) in the
vortex cores bring excitement and encouragement in this field. The
Majorana zero modes may form qubits storing quantum information;
the key property of the distant Majorana modes for quantum comput-
ing is the quantum information in theMajorana qubits can be protected
by topology. On the other hand, according to the DiVincenzo criteria
(11), achieving quantum computing requires a platform hosting scal-
able qubits. Seeking for scalable qubit systems is one of the major ob-
stacles to pursuing quantum computing.

It has been observed that iron-based superconductors (SCs)
(FeTexSe1−x; 0.55 ≤ x ≤ 0.6) have multiple ZBPs of tunneling in the
vortex cores (9). Here, we incorporate these experimental data of
the scanning tunneling microscopy (STM) and the simulation of
the Majorana surface physics to show the evidence that an s-wave
superconducting surface with a single Dirac cone, as an effective 2D
p ± ip SC, can host multipleMajorana zeromodes (6), which can form
scalable Majorana qubits. This iron-based SC can potentially be an
ideal platform for Majorana quantum computing (2) and interacting
Majorana systems (12).

Since in the presence of the vortex the SC order parameter phase
winding aligns the spin rotation texture in the surface Dirac cone, a
Majorana vortex mode (MVM) with zero energy (Majorana zero
mode) emerges in the vortex core. The first candidate of this effective
p ± ip SC is the heterostructure of a topological insulator (Bi2Te3) and
an s-wave SC (NbSe2). Recent STM measurement observed strong
zero-bias conductance peaks at the vortex cores of the heterostructure
(13, 14), consistent with MVM interpretation in tunnel spectroscopy
(15). However, the measurement resolution is not high enough to rule
out other low-energy modes, which are the Caroli–de Gennes–
Matricon (CdGM) modes (16). The two different modes residing in
the vortex cores had been indistinguishable until the topology of the
type II iron-based topological SC (FeTexSe1−x) was revealed (17). This
material has bulk Fermi surfaces and Dirac cone–type spin-helical
surface states, for which SC pairing can be induced by the bulk s-wave
superconductivity (18). The Fermi energies of the bulk and surface
states are small enough to lead to the energy of the CdGMmodes being
much greater than the STM resolution. Hence, while the tunneling
peaks away from zero-bias voltage have been observed and indicated
the CdGM modes (19), the tunneling observation of the ZBPs in the
vortex cores (8) has provided the first clue of MVM existence. The fur-
ther hint of the MVM existence is supported by the recent observation
of the tunneling conductance plateau that is near the quantized value
(20, 21).

Recently, the high-energy-resolution STM (22) probed hundreds
of vortex cores on the (001) surface of FeTexSe1−x in the different
magnetic fields. The experimental data show that the fraction RZBP
of the vortex cores having the ZBPs of tunneling spectra monoton-
ically decreases as the magnetic field increases (9). Another experi-
mental group (23) independently has observed the similar decreasing
behavior of the ZBP rate, although the rate RZBP is much lower than
that of the previous group operating the higher-energy-solution
STM. Although as illustrated in Fig. 1 the Majorana hybridization
might be a straightforward explanation, this picture cannot directly
lead to the monotonically decreasing rate RZBP of the observed ZBPs
without considering other factors. The reason is that the energy
splitting of the two Majorana hybridization exhibits an oscillation with
the exponential decay as the intervortex distance increases (24, 25). In
this regard, the ZBP rate RZBP should have an oscillating behavior,
which has not been observed in FeTexSe1−x.

Instead of the focus on the physics of individual vortex, the main
goal of this manuscript was to investigate whether in all the observed
vortex cores the global features of the ZBPs are linked to the nature
of multiple MVMs. We build a 3D Bogoliubov–de Gennes (BdG)
tight-binding (TB) model capturing the effective low-energy physics
(E < 0.2 meV) of over a hundred MVMs on the (001) surface of
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simulation system, with the magnetic flux and their SC phase windings
added in the physical system. Since l ≫ vF/D for FeTexSe1−x, the real
surface size for the simulation can be much smaller than the virtual
surface size. By using this simulation setup, the MVMs in the central
region of the system do not encounter the finite size effect, since the
coupling between any twoMVMs in the center and on the boundary
is suppressed because of the exponential decay of theMajorana wave
function (4). Furthermore, in Eq. 7, the contribution of the phase factor
wij from vortices outside the virtual system has been screened out.

The distributions of the triangular vortex lattice with an intervortex
distance of 52.5 and 31.5 nm are shown in Fig. 3 (A and B). Each vortex
core in the central region of the surface has the identical local density of
states (LDOSs) with fixed Rv as an effective lattice translational
symmetry due to the screening effect from the magnetic flux. In the ab-
sence of the magnetic flux, the translation symmetry in the central
region is completely broken as shown in fig. S1, since the virtual surface
size for the simulation is always not big enough to reach the screening
boundary as the effective London penetration depth l→∞. Hence, in-
troducing the magnetic flux plays an important role to depict the real
experimental systems with finite London penetration depth.

Choosing the effective temperature (T) for the simulation is also
essential to capture the observed LDOS of the vortex cores. Here, we
assume that the tunneling spectra measured by STM are identical
to the LDOS from the TB model simulation. In the experiment,
the average full width at half maximum (FWHM) of the LDOS peak
Chiu et al., Sci. Adv. 2020;6 : eaay0443 28 February 2020
in the low field (B = 1 T, Rv = 46.5 nm) is around 80 meV as shown in
fig. S4. Hence, we choose T = 20 meV so that, as shown in Fig. 3C (Rv =
52.5 nm), the FWHM of the ZBPs in the TB model is given by 76 meV,
which is reasonably close to the experimental value (see fig. S4) (9).
Since each vortex core has an identical LDOS with the fixed Rv, Fig. 3D
shows the LDOS as a function of the intervortex distance Rv. The ZBPs
persist for Rv≥ 48 nm since the temperature broadening erases the ef-
fect of the small energy splitting. The FWHMof the ZBPs is always close
to 80 meV for different Rv’s in this region.

ForRv < 48nm, the oscillation of the peak location shares a similarity
with the hybridization energy (5) of the two MVMs as a function of
the intervortex distance as shown in Fig. 2C. When the MVMs get
closer, the LDOS starts to break the particle-hole symmetry due to
theMajorana hybridization andwave function overlapping (see Sup-
plementary Appendix C for the detailed reason). Figure 3C (Rv =
31.5 nm) shows different peak heights with the opposite energies.
On the other hand, another ZBP appears at Rv ≈ 36 nm.

The lattice translational symmetry leads to either 100 or 0% ZBP
rate RZBP at the vortex cores. Therefore, the triangular vortex lattice
cannot explain themonotonically decreasing fractional ZBP rate. This
leads to further investigation of the vortex distribution on the surface.

Disordered Majorana vortex distribution
In reality, because of the imperfection and impurity of the crystal, the
distribution of the vortices in FeTexSe1−x is not a perfect triangular
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Fig. 3. Triangular vortex lattice in FeTexSe1−x tight binding model. (A and B) LDOS with energy within ±12 meV and ±0.12 meV, respectively, and the vortex lattice
distributions with different intervortex distances Rv on the top surface. All of the vortex cores 100 nm away from the boundary have identical LDOS. (C) The LDOS in the
vortex cores shows a ZBP for Rv = 52.5 nm and broken particle-hole symmetry for Rv = 31.5 nm, as the two peak heights are different. a.u., arbitrary units. (D) The LDOS
in the vortex cores shows that the locations of the energy peaks as a function of Rv exhibit the oscillation and decay being consistent with the hybridization of the two
MVMs (5).
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lattice anymore. The experimental observation (9) shows in the Fourier
space the vortex distributions resemble distorted triangular lattice in
the lowmagnetic field and glass distribution in the high field. For the
simulation, we set up these two types of vortex distributions in the TB
model for different average intervortex distances (18 ≤ �Rv ≤ 48 nm;
cf. experimental range 19 to 46.5 nm (9)).We examine whether on the
top surface the LDOS in each vortex core within the central region
(100 × 100 nm) has a ZBP. First, we examine the Majorana physics
in the low field (B = 1 T) corresponding to the average intervortex dis-
tance �Rv ¼ 46:5 nm in the experiment. Figure 4 (A and B) shows the
vortex distribution of the distorted triangular lattice in real and Fourier
spaces, respectively. Because of the translational symmetry breaking, the
ZBP rate RZBP = 85.0% is fractional, while red circles and yellow
diamonds indicate vortex cores with or without ZBPs in Fig. 4A. The
LDOS of the selected vortex cores with or without ZBPs is shown in Fig.
4 (C andD, respectively).On the other hand, in the high fieldB=3.33T,
which corresponds to short intervortex distance (�Rv ¼ 25:5 nm), the
vortices distribute like glass, which has a ring-shaped distribution (34)
in Fourier space, as shown in Fig. 4 (E and F) in the Fourier and real
spaces, respectively. The ZBP rate RZBP = 14.1% becomesmuch smaller
by comparingwith the lowmagnetic field (Fig. 4A).Note that the LDOS
of the selected vortex cores with orwithout ZBPs in Fig. 4 (G andH) has
multiple peaks. Since the energies (≥0.96meV) of theCdGMmodes are
much higher than the energy peaks (≤0.2 meV) of the LDOS, the
multiple peaks stem from the hybridization of the multiple MVMs in-
stead of CdGMmodes (see Supplementary Appendix A for the CdGM
energies.)

We consider the two different types of vortex distributions for the
TB model simulation. Our key result presenting in Fig. 5A shows that
the overall ZBP rateRZBP in the TBmodel qualitatively decreases when the
average intervortex distance becomes shorter with the increasingmagnetic
field.We note that some of the physical parameters (e.g.,D)may vary as
the magnetic field is changed. Since the upper critical magnetic field is
Chiu et al., Sci. Adv. 2020;6 : eaay0443 28 February 2020
close to 50 T (35), we assume that the magnetic field strength (1 to 6 T)
does not affect the physical parameters, except for the average inter-
vortex distance. In the lowmagnetic field (�Rv ≥ 33nm), the ZBP rates
of the two different vortex distributions share the similar decay
consistent with the experimental observations, while the vortex
distribution transits from the distorted lattice to glass distribution
in the high magnetic field region. Since the ZBP statistics from the
simulation does not exhibit any oscillation as a function of the inter-
vortex distance, losing the perfect triangular lattice distribution of
the vortices can be a primary factor smearing the oscillation feature
of the Majorana coupling. The stronger the average strength of the
Majorana coupling is, the shorter the average intervortex distance is.
The stronger Majorana coupling increases the chance of the MVMs
away from zero energy. Therefore, the disordered vortex distribution
and the hybridization of the MVMs are the keys leading to the
monotonic decreasing ZBP rate. In other words, the observation of
the decreasing ZBP rate provides a clue to the multiple Majorana hy-
bridizations on the surface of FeTexSe1−x. We further examine whether
inhomogeneous superconducting gaps or inhomogeneous chemical
potentials can affect the LDOS of the vortex cores. The inhomogeneity
of the superconducting gaps does not alter the LDOS in the vortex cores,
whereas nonuniform chemical potentials can affect the LDOS (see fig.
S12 for the details).However, because Se andTe are isovalent, the spatial
inhomogeneity of the chemical potential should be very small (36).Only
the vortex distribution is themain physical factor affecting the LDOS
of the vortex cores.

Statistics of energy peaks
Examining the statistics of the first peak in each vortex core closest
to zero energy in the experimental data (9), we find another important
clue that supports the surface physics stemming from the hybridization
of multiple MVMs. By excluding the vortex cores having ZBPs, most
of the first peaks in the remaining vortex cores as shown in Fig. 5B (blue
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Fig. 4. Distorted vortex lattice and glass vortex distribution based on the STM experiment (9). (A and B) LDOS distorted vortex triangular lattice in real and
Fourier spaces, respectively, with energy within ±30 meV, and �Rv = 46.5 nm (B = 1T). (C and D) LDOS of the vortex cores with or without ZBPs exhibit one or two peaks.
(E and F) Glass vortex distribution in real and Fourier spaces, respectively, with energy within ±0.14 meV and �Rv = 25.5 nm (B = 3.33T). (G and H) LDOS of the vortex cores
with or without ZBPs exhibits multiple peaks.
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the vortex centers, and the LDOS of spin down vanishes at the vortex
centers and has peaks away from the centers for r = 1.84/kF. Although
we focus on the spatial locations of the peaks, the energy peaksmight be
away from zero energy due to the Majorana hybridization. However,
since, as shown in fig. S10, the peak height of spin down, which is
suppressed by the exponential decay, is roughly six times smaller
than the one of spin up, the spin down peak might be difficult to
be detected by STMwithout high sensitivity. Alternatively, we integrate
the LDOS within ±0.15-meV energy range, which is greater than the
current STM energy resolution. Figure 7 shows the FOV for the two
different spin distributions in the weak (1 T; Fig. 7, A and B) and strong
(4 T; Fig. 7, C andD)magnetic fields. It is similar with the conventional
STM probe that the spin up peaks in Fig. 7 (A and C) indicate the
locations of the vortex centers. Differently, as shown in Fig. 7 (B and
D), the FOVof spin down shows that each vortex core is encircled by a
donut-shaped peak, since the LDOS spatial peaks of spin down appear
away from the vortex cores. In the high magnetic field, because of the
high density of the vortices, the donuts are connected to other
neighbors. Although the MVMs strongly hybridize, preserving the
MVMwave function leads to the observation of the donuts. This ob-
servation will be a smoking gun to show the FeTexSe1−x surface having
the multiple MVMs.
DISCUSSION
The decreasing fraction of vortices having ZBPs on the surface of
FeTexSe1−x can be successfully explained by the hybridization of
Chiu et al., Sci. Adv. 2020;6 : eaay0443 28 February 2020
the MVMs with disordered vortex distributions. In other words,
the recent observation of the decreasing ZBP rate supports the exis-
tence of multiple MVMs. While the oscillation of the Majorana cou-
pling as a function of the intervortex distance has been erased by the
distorted triangular lattice and glass of the vortex distributions, the
Majorana coupling of the exponential decay as a function of the in-
tervortex distance survives. Since the Majorana coupling increases
with the increasing magnetic field, the stronger hybridization moves
more MVMs away from zero energy and then reduces the ZBP rate.
In other words, the reducing ZBP rate is the first evidence showing
the hybridizations ofmultipleMVMs. Furthermore, by analyzing the
energy peak statistics from the STM measurement, we find the
numbers of the first LDOS peaks closest to zero energy, in the vortex
cores not having ZBPs, have a pyramid-shaped distribution except
for zero energy. This distribution, which is consistent with the TB
simulation, can link to theMajorana hybridizationmoving the peaks
away from zero energy.

The interplay between the LDOS and the detailed couplings of
the MVMs is fascinatingly complicated. The slight movement
(~14-nm coherence length) of the single vortex can significantly affect
the LDOS of the vortex cores near the moving vortex, while in the high
magnetic field, the vortex movement can alter the absence or presence
of some ZBPs in vortex cores away from the moving vortex (distance
less than the London penetration depth). It has been shown that ma-
nipulating the Majorana movement can manifest quantum logic
gates (39, 40) for quantum computing. Encouraged by the recent
success controlling themovement of a single superconducting vortex
A B

C D

Fig. 7. Spin LDOS with energy within ±0.15 meV. (A) and (B) share the same FOV in Fig. 4A and show, respectively, the LDOS of spin up and down with the distorted
vortex lattice distribution and the average intervortex distance �Rv ¼ 46:5 nm. (C) and (D) share the same FOV in Fig. 4E and show, respectively, the LDOS of spin up and down
with the glass vortex distribution and the average intervortex distance �Rv ¼ 24 nm. The LDOS of spin up is similar with the LDOS including both spins in Fig. 4(A and E)
due to the domination of spin up. The LDOS of spin down exhibits donut-shaped peaks encircling each vortex core as the signature of the multiple MVMs.
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